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Subject   : 7 days emission test under SGBP requirement - Clause B2 on sample 

submitted by Micalite Pte Ltd on 21/02/2024 and test commenced on 

22/02/2024. 

 

Tested For : Micalite Pte Ltd 

    67 Tampines Industrial Ave 5 

    T5@Tampines 

    Singapore 528643 

    Attn : Mr Dave Chew 

  

Test Method  : ASTM D5116-10 

  

Test Condition  : 1) Chamber Volume - 0.0509m3 

2) Loading Factor - 0.6m2/m3   

    3) Air Exchange Rate - 1.0/hr  

4) Temperature and Humidity - 23°C ± 2°C with 50% ± 5% RH  

5)  Emission test duration - 7 days 

 

Sample Description : TACT Decorative Laminate Panel 

 

Result :  
 

Parameter Unit Result Reporting Limit 

Formaldehyde Emission 

mg/m3 Not Detected 0.01 

mg/m2/h Not Detected 0.02 

mg/L Not Detected 0.00001 
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